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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richiand, WA 99354

REFFERENCE DATA: .
Client Sample No.: J14YN9 through J14YR7
P.0O. No.: Not Available
Sample Location: 308 Building
Sample Type: Bulk
Method Reference: EPA-600/R-93/116
DCL SetID No.: 07-A-2081
DCL Sample ID No.: 07-12447 through 07-12465
Sample Receipt Date: 4/20/07
Analysis Date: 4/30/07

We certify that the fol]lowing samp'c- were prepared and analyzed by Polanzed Light Microscopy for
asbestos and other fibrous constituents nsing EPA-600/R-93/116. The samples wete scceptable upon receipt
“except where noted. The samples were examined under a stercornicroscope in a laboratory fume hood for general
compotition and phase separation. If needed, portions of the sample were removed and ground with a mortat and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the materjal
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the maierials snalyzed and are summarized on the attached bulk asbestos analysis data sheets, DataChem
Laboratories will dispose of sl bulk samnples after 60 days unless other atrangements are ma dc

el %/

“.
Analyst

*Floor tiles, decorative paints, joint compounds, ando&nmmawhhmqmreaddmoml freatment in order to
evaluate the concentration of small asbestos fibers boumd in the material Some samples may contain fibers that are
nmvmebyrmmdmwyudmmdhyelwmmmhnm Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present ot if phéises have been cross contaminated,

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way congtitute approval or endorsement by NVLAP, NIST, or any agency

of the federal government.
CINCINNAT! OFFICE WEST COAST OFFICE
4384 GLENDALE-MILFORD ROAD 11 SANTA YORMA COLRY
CINGINNAT], OHIO 45242-3708 NOVATO, CALIFORNIA 04945
B13 733-5336, PAX 613 733537 800 280-8071, FAX 415 803-8459
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DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 308 Building
Set ID: 07-A-2081

4/30/07

Client Sample ID: JI4¥YN9 J14YPO J14YPI1 J14YP2 J14YP3
DCI. Sample ID: 07-12447 07-12448 07-1244% 07-12450 07-12451
Macroscopic Examination

Accepied/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog, Bomog, Homog. Homog,
Color: Grey Grey Grey Grey Cirey
Texture: Fibrous Pwdry/Fbrs Pwdry/Fbrs Pwdry/Fbrs Pwdry/Fbrs
Description: Material Material Material Material Muiterial
Analysis: - PLM PLM PLM PLM FLM
Asbestiform Minerals

% Chrysotile: >20530 ><10 :

% Amosite: >10=20 >20=30 »>20=30 >20<30
% Crocidolitc:

% Tremolite - Actinolite;

% Anthophyllite:

% Total Asbestos: >20<30 >15<30 >20=30 >20<30 >20< 30
Other Materials

% Cellulose: 240550 >5=10 >5=10 >5=10 >5<10
% Fiberglass:

% Other Fibers:

% Resin/Binder: .

% Non Fibrous: >10520 >50< 60 >50= 60 >50<60 >50 £ 60

ND = None Detected Trace= <1%

Specinl Prep Procedures: None.

*Notes: P. O. # Not Available,

Shawn Smythe = |

Microscopist

All valucs ure in ares percent by visual estimats. maFMRmVoLSSNo.mmudayNov 20 1990 Rules and Regulations statcs
“... If the agbestos content is estimated to be (nas than 10% by a method other than point counting,... (the analysis} he repeated using the peint counting

mhniqmbyl’LM.“ Any of the above smples can be reanalyzed by point coumting at the client's roquest.

Wherever possible, scparatc phases are analyzed and reported individually.
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Client: Washington Clbsurc Hanford

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Location: 308 Building
Set ID; 07-A-2081

4/30/07

J14YP4

Client Sample ID: J14YP5 - J14YP6 J14YFP7 J14YP8

DCL Sample ID: 07-12452 07-12453 07-12454 07-12455 07-12456

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Homog. Homog. Homog.
~ Inseparable

Color: Grey Yellow/Tan Grey - Grey Grey

Texture: Fibrous Fibrous Pwdry/Fbrs Pwdry/Fors Pwdry/Fbrs

Description: Material Material Material Matenial Materal

Analysis: PLM PLM PLM PLM Pi.M

Asbestiform Minerals

% Chrysotile: >20=<30 »5=10

% Amosite: >20=30 =10<20 >20<30

% Crocidolite: =153

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >20<30 ND >20<30 >15=<30) >21<33

Other Materials

% Cellulose: >40 5 50 >10=20 >5=10 >5=10 »5:210

% Fiberglass: >60<70

% Other Fibers:

% Resin/Binder:

% Non Fibrous. >10=<20 >5<10 >50 = 60 >50 < 60 >50 <60

ND = None Detected Trace=<1%

Special Prep Procedures: None.

*Notes: P.O.# Not Available.

Shawn Smythe ’-"

WIL

Microscapist

Al values are in arex poroent by visusl estimate. The Federal Register Yol. 55 No. 224 Tucsday Nov. 20 1990 Rulcs and Regulations states
“... If the azbestog content is catimated to be lass than. [0% by & method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM.* Any of the shove samples can be resnalyzcd by point counting at the clisnt's roquest.

Wherever posgible, scpsrate phases are analyzed wnd reported individualiy.
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DataChem Laboratories
Polarized Light Microscepy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 308 Building

SetID: 07-A-2081

4/30/07

Client Sample Ix: J14YP9 J14YRO JI4YRI1 J14YR2 J14'YR3
DCL Sample ID: 07-12457 07-12458 07-12459 07-12460 07-12461
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Grey Grey Grey Grey Grey
Texture: . Fibrous Pwdry/Fbrs Pwdry/Fbrs Pwdry/Fbrs Pwdry/Fbrs
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals

% Chrysotile: 202130 >10:2£20
% Amosite; >20=30 >20=<30 >20=30 >10=20
% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Toial Asbestos: =20 =3¢ 2036 20530 20 £ 3 >20 =5 4
Other Materials

% Cellulose: >40 = 50 >5=10 >5=<10 >5=10

% Fiberglass:

% Other Fibers:

% Resin/Binder: )

% Non Fibrous: >10=20 >50=60 >50 < 60 >50=<60 50 <2 60

ND = None Detected  Tracc=<1%

Special Prep Procedures: None.

*Notes: P. 0. # Not Available,

Shawn Smythe ::E“

Microscopist

All vulyes ure in arca percent by visual estimate. The Federal Register Vol, 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... [f the asbestos content is estimated to be [¢53 than 10% by 1 method other than point counting,... (the anatysis) be repeated using the point counting

technique by FLM.™ Any of the above sumples can be reanalyzed by point counting at the client’s request.

Whercver possible, separate phases are analyzed and reported individually.
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4/30/07
DataChem Laboratorics
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 308 Building
Set ID: 07~A~2081

Client Sample TD: J14YR4 JI14YRS J14YR6 J4YR7

DCL Sample ID: 07-12462 07-12463 07-12464 07-12465

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Homog. Homog.
Inseparable

Color: Grey Yellow/Grey Grey Grey

Texhure: Crmby/Fbrs Fibrous Pwdry/Fbrs Ibrs/Crimby

Descniption: Material Material Material Ceiling Tile

Analysis: PLM PLM PI.M PLM

Asbestiform Minerals

% Chrysotile: >1=3

Yo Amosite; >20=30

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Ashestos: ND ND >21 <33 ND

Other Materiails

% Cellulose: >10=20 >5=10 =40 =50

% Fiberglass: >20=30 >60<70 >20=30

%% QOther Fibers: 5= 10

% Resin/Binder:

% Non Fihrous: >50=60 »5=10 >50=60 >10=20

ND = None Detected  Trace=<1%
Special Prep Procedures: Nane.

*Nates: P, Q. # Not Available,

Shawn Smythe =

Microscopist

All values are in area percent by visunl cstimate. The Federal Register Vol. 55 No. 224 Tuesday Nov, 20 1990 Rules and Regulations states
“... If the asbestos content is estimated to be loss than 10% by a methad other than point counting,... (the unalysis) be repeated using the point counting
technique by PLM." Any ol the above samplcs can be reanalyzed by point counting at the ¢lient's request,
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-258 [Poee 2 "ot 2
Collector Company Contret Telephone No. Proiect Coordinator . :
Mike Stankovich/Tim Lee Tim Lee 3734596 KESSNER, JH Price Code 9 Data Turnaround
Proiect Designation Samvling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 308 Building RC-040
Ice Chest No. ) . Field Logbook No. COoA Method of Shipment
FEDEX 56K BA—E) . /483 See Below Federal Express
Shioned To Offsite Pronerty No, Bill of Lading/Air Bill No.
| DataChem Laboratories - Cincinnati ] !4‘070‘% / | See OSPC o -
POSSIBLE SAMPLE HAZARDS/REMARKS : ]
Asbestos Preservation Hore
. GP
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume %
Asbestoz-
. BULK-EPA
SAMPLE ANALYSIS
OF A- 20K |
Sample {5 =} - Matrix * Sample Date Sample Time | .-
JavNg | THY Y otHERsoLD | ot p - 6 Qoo e
navpo [ Yyl | omHersoud | g, 12 -7 | & gy S
JnayPt (U4 Y | ovHER soLp ¢ (¥ | 68rs | R
Jgavrz YL USTY omersoln | Y y9. ) | 0820 | X
JayPs  { L {{ ] | omHER soLID d.10-07 | 0830 | >
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
elinquished By/Removed From . Date/Time Received By/Stored In Date/Tim Labr.vrz_uory Analysis_ Data Management, and Shipping COA - RD4MXXIF00 Smsal
T Lo 5 9 AC .{ 9. D? 124 27 22 Sc l}t <19¢7 /23 | Soming COA-R30E0 1000 el
Relinguished By/Removed From ﬁR Date/Time : Data/Time mi:e
A il W Wkr
Y leﬂuu7 O=0il
D a hy ol A=Air
‘5 ELO it
D D =Tittuc
ate/Time IReceivid By,fsm q{*-‘fnmb:'- '\l;lr;“ipe
( ) @(3 Ltiquid
elinquished ByfRemaved From Date/Time ived By/Stored Tn Date/Time Sampler ynavailable to relinguish i:(‘)rﬂ\u'
, samples from 3728 Ref #
elinquished By/Removed From Date/Time ived By/Stared In Date/Time s3h lzs Custodian, removed sampjes for
: \ Pping on 167
LABORATORY | Received\By Title Dare/Time
SECTION PCEKC»—-‘M K(2ol0® O]
FINAL SAMPLE | Digposai bieyod - Disposed By Date/Time
DISPOSITION M ’

WCH-EE-011
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-258 |Pac A of 1~
ICollector Companv Contact Teleohone No. Proiect Coordinator i
Mike Stankovich/Tim Lee Tim Lee 3734596 KESSNER, JH Price Code 9K Data Turnaround
[Project Desienation Sampling Location SAT No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 308 Building RC-040
Ice Chest No. } Field Logbook No. COA Method of Shipment
EEp EX RS K EL-1518- Sec Below Federal Express
Shipped To Offsite Pronerty No. ' Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati , A0702¢ / See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos Preservation None
GP
Special Handling and/or Storage Type of Container :
No. of Coatainer{s)
Volume %
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
260¥)
Sample No. Matrix * Sample Date Sample Time ]| . .
Javpa {24l otHERSOLD | F 1@ &7 n 845 | X<
YRS N\ YS 3) OTHERSOUD | Y oy907 | DY T | X
Praves VYK (] omErsold | ¢ oi9 07 | 2¥SST | <
s Y US| omersoun | d_(9.00 | 2PSE | <
11aYP8 | UN (ol OTHERSOLD | ¢f 3%.o 65 | o<
CHAIN OF POSSESSION " Sign/Print Names - SPECIAL INSTRUCTIONS Matrix *
utshcd By w Date/Time Received By/Stored In Date/Time laboqtory Analysis, Data Management. and Shipping COA - RDAMXX2F00¢ smsoil
éy« "7'“7/1 22« | 3728 3C 1[-/2.:;7 {2.3q | Saming COA - R30800 1000 e
R mqulshed ByiRemoved Frod Date/Time : Date/Titne Si-Sindee
oz APR 1872007 e
. o=Gil
Date/Time Recei W Date/Time A=Al
- APR 1 9 200 A = : iy
9 24 DLsOrem Liguids
Date/Time cccivid By/ftored In Date/Time e
- Wipe
2 M M b\@ Ylzoox OUR ) s
elinquished By/Removed From Date/Time /Stored In Date/Time ampler unavajlap), m relingujst X=Other
- R
Relinquished By/Removed me Date/Time . Ihceived By/Stored In Date/Time Sh:ppm;s:;d' l‘/emuvei;r ; for
LABORATORY | Recei Title Date/Time
SECTION WKML )\f'—\) L{(ZQ/O:\- k!
FINAL SAMPLE | Bi W‘Dd Disposcd By Date/Time
DISPOSITION

WCH-EE-011
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Washington Closure Banford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-258 [Pees A~ of J~
Collector Compaoy Contact Telephone No. Projeet Coordinator
Mike Stankovich/Tim Lee Tim Lee 373-4596 KESSNER, JH Price Code 9K Data Turnaround
Proiect Designation Sampline Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 308 Building RC-040
Ice Chest No. . Field Loebook No. COA Method of Shipment
FED #X BdX EL-I518- See Below Federal Express
Shipped To Offsite Propertv No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati /_?' 0 7@ / See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos Preservation Nose
. Gare
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume %
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
N 0¥ |
Sample No. Matrix * SampieDate | SampleTime |- |
HevPs {9 (S} | omersoo | J-r9-99 | 04/0 | X
rm VWSS [omenson | G707 | oars [ >
Javrt US| oterRsoLD | Y. (P | 729 | T
savRz ) LY, O] otrersolp [ o 907 | g4 | X
J1aR3 { A (, | | otHERsoLD | H.ig-0n | P9Se | A
CHAIN OF POSSESSION - Sign/Pri dt Names SPECIAL INSTRUCTIONS Matrix *
Rehnqulghcd By/Remgved Fro Dute/Time Received By/Stored In Date/Time L;bm?mry Analysis, Data Management. and Shipping COA - RD4AMXX2F00 Susal
M & /3,07 rzaﬁ 2 - 2? SC 7f/? 1-,7 2 30 Sampling COA - R30800 1000 s:ss-msmm _
Rehnqmshed By/Removed From, d i Date/Time gg;f:;u
St APR 1 § 2007 5 19 2007 o350 e
— \ (s Dﬁefz LexCPHReceived By oid In Date/Time A=A
! R 1 m7 /7 DS=Drum Selids
.”w F’ ﬂ Liqul
Date/Time eceived M Date/Time T"'.;;",";" lds
“WzoloroY L-tiqit
IReliuquishcd By/Removed From Date/Tiire IRBCM Date/Titne N Sampier unavailable 1o relinquish ;th:mhn
samples from 3728 Ref # |
Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 3728 Custodian, reme ed for
) shlppmg °“_Z
LABORATORY | Received Title - Date/Time
SECTION A& ( AL ) Y{ ')_olo\_ OC}(%
FINAL SAMPLE | Dispazal Methyd Disposct By Date/Time
DISPOSITION -

WCH-EE-011
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-258 [Page &7of Jo~
Collector Companv Contact Telephone No. Proiect Coordinator A :
Mike Stankovich/Tim Lee Tim Lee 3734596 KESSNER, JH Price Code 9K Dats Turnaround
Proiect Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 308 Building RC-040
Iee Chest No. _ Field Logbook No. COA Method of Shipment
FED = K Bé K EL-1518- See Below Federal Express
Shipped To . Offsite Property No, Bill of Lading/Air Bifl No, '
DetaChem Laboratories - Cincinnatt _ #oz7o 26/ See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS ]
Asbestos Preservation None
. . R Gﬂ)
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume =
Asbestos-
BULK-EPA
SAMPLE ANALYSIS ’
Sample No. Matrix * Sample Date Sample Time [: = .|
navre 1 _YHlp | otHersoun [ 9.09 2955 X
savrs (L (o S| otherson | . /2:09 | jooco o’
J14YR6  \} Y (, Y} OTHERSOUD { §. /P.0q |[food |
J14 ' . ) :
YR7 " \4{p< | OTHER soLID Yer 2 o‘? [oro >< . )
| AYRe— OTHER-SOLD « Nz, +/,8/69
CHAIN OF POSSESSION Sign/Print Names SPECIAL WNSTRUCTIONS Matrix *
clinguished By/Re d Fro ‘{Daten"rmc eceived By/Stored In Date/Time Labor:.alory Analysis. Data Management, and Shipping COA - RDAMXX2F00 —
boahe L) 3o | 3722 2 S 07 /23, | Semwline COA-RI0800 1000 Semsotnen
linquished By/Removed From Date/Time i Daleﬂ}me i :m&;
0830 W ol
Date/Tirne AmAir
D5=Drum Selids
P DL=Drum Liguids
IR wved By/Stogd In Date/Time T
M By/Stored In Date/Time - Sampler unavailable 1o relinauish MpGoam
. samples from 3728 Ref# :
inauished Date/Ti ived By/Stored [n 3728 Custodian removed s les for
Relinquished By/Removed From \ ime jReceived By Date/Time shippingon & _ /4 _/
LABORATORY | Reccived By itle Date/Time
SECTION . k_/\ ) Yl QJ% \Qp
CTATAT cARADr © | oot nain - e
FINAL SANMIDLE | DORgsm asiiol Disposed By - Date/Time
DISPOSITION | e
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